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Line Bending is a method of shaping thermosplastics, such as acrylic. It is used to bend (fold) the plastic at different angles. Line bending is done using a strip heater. 
1) The stages of line bending have been placed in the wrong order. Number the pictures in the order they should occur.
2) Link the pictures to their matching sentences.
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3) Label the parts of the bending machine
                                                 
Line Bending Homework





The plastic is placed across the rests, above the heating element.





The position of the fold is marked on the acrylic with a pencil. Drawings using a china-graph pencil can be removed easily.





The strip heater is turned on and the plastic is turned over every 30 seconds - one minute. This stops the heat rising from the element damaging the surface of the plastic.





When the plastic becomes flexible it is placed in a ‘jig’. The jig is made to the correct angle, in the example - 90 degrees. A square section block is then pressed against the plastic to hold it in position as it cools.
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a) Plastic


b) Mains lead


c) Dial 


d) Rests for plastic








